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TYPE 2 CURB & GUTTER TYPE 1 MEDIAN CURB &
oS GUTTER

1. CONCRETE SHALL BE 6 SACK MINIMUM CLASS "B” 3000 LB. FIELD
CURE/SQ. IN. AT 28 DAYS.

2. EXPANSION JOINT MATERIAL SHALL BE NON—EXTRUDING AND
RESILIENT TYPE TO MEET AASHTO SPEC. M-213.

3. ANY OVER—EXCAVATION SHALL BE REPLACED WITH GRANULAR
BACKFILL COMPACTED TO 95% MAXIMUM DRY DENSITY AS
DETERMINED BE ASTM D-698.

4. TYPE 2 SPILL CURB MAY BE REQUIRED FOR SPECIAL CONDITIONS.

5. TYPE 2 CURB & GUTTER IS FOR USE IN LOCAL, COMMERCIAL,
ARTERIALS, AND COLLECTOR STREETS.

City of
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